
Sampling of fresh concrete 
to make test piece

Concreting (10mins)
-Concreting placing

Spinning (6mins)
-Compaction of
concrete to 30g-

Inspection Stockyard

PC Wire Mild Steel Wire

Wire Cage
Making 10~20
mins/cage

Demoulding
-Unfastening seam bolts
-Unfastening accessories bolts
-Demould the pole out of the 

mould (15mins/mould) -

Concrete Mixing Water Cement
Aggregate Admixture

Greasing (1mins)

Production Process

Steam Curing (5 hours)

Transfer of mould

Stretching (5mins)
-Simultaneous tensioning
of pc wires

Mould Fastening (10mins)
-Close the mould
-Fasten the seam bolt
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